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ADVANCED CHEMISTRY LABS, INC.

STEVE N. TSOUKALAS, Ph.D.
DIRECTOR

P.0.BOX 88610

ATLANTA, GEORGIA 30356
TELEPHONE (404) 455-1266

Praire Metals

Client: WESTINCGHOUSE (HAZTECH) Client Project No.: #1501
5280 Panola Industrial Bilvd. ; .
Decatur, GA 30035-4013 ACL Project No.: 7439
Date Received: 11-15-90
Attention: Mr. John Cox Report Date: 11-20-90
Sample Type : Water | Sample Type : Sludge | Sample Type : Sludge
Station # : PM-1 | Station # : PAM=1-1S| Station # T PM=1-2S
Sample #ACL : 26736 | Sample #ACL : 26737 Sample #ACL : 20738
TEST REQUIRED Results( mg/liter ) | Results( mg/kg ) | Results( mg/kg )
METALS (TOTAL)
Aluminum
Antimony < 0.02 1.67 2.08
Arsenic < 0.005 < 0.50 < 0.50
Barium
Beryllium
Boron
Cadmium < 0.01 < 1.0 < 1.0
Chromium 2.59 3,658 5,618
Cobait
Copper < 0.02 5.76 611
Iron
Lead 0.02 21.3 18.7
Magnesium
Manganese
Mercury < 0.001 < 0.10 < 0.0
Molybdenum
Nickel < 0.10 16.6 21.9
Potassium
Selenium < 0.005 < 0.50 < 0.5
Silicon
Silver < 0.01 < 1.0 < 1.0
Sodium
Sulfur
Thallium 0.02 < 1.0 <1.0
Tin
Titanium
Vanadium
Zinc 0.03 35.7 24.3
cr? < 0.1 < 1.0 < 1.0
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ADVANCED CHEMISTRY LABS, INC.

STEVE N. TSOUKALAS, Ph.D.

DIRECTOR

Client:

Attention:; Mr. John Cox

WEST INGHOUSE (HAZTECH)
5280 Panola Industrial Blvd.

Decatur, GA 30035-4013

P.0. BOX 88610 » ATLANTA, GEORGIA 30356
TELEPHONE (404) 455-1266

Praire Metals

Client Project No.: #1501
ACL Project No.: 7439
Date Received: 11-15-90
Report Date: 11-20-90

Sample Type : Sludge
Station # : PM-1-3S
Sample #ACL : 26739

Sample Type : Water
Station # : PM2
Sample #ACL : 28740

Sample Type : Water
Station # T PM-3
Sample #ACL : 26741

TEST REQUIRED Results( mg/kg ) | Results( mg/liter ) | Results( ng/liter )
METALS (TOTAL)

Aluminum

Antimony 3.34 0.u43 0.006
Arsenic < 0.50 < 0.005 < 0.005
Barium

Beryllium

Boron

Cadmium < 1.0 < 0.01 < 0.01
Chromium 7.218 56.1 1.27
Cobalt

Copper 6.36 Q.03 < 0.02
Iron

Lead 24.4 < 0.02 < 0.02
Magnesium

Manganese

Mercury < 0.10 < 0.001 < 0.001
Molybdenum

Nickel 23.7 1.90 < Q.10
Potassium

Selenium < 0.50 < 0.005 < 0,005
Siticon

Silver < 1.0 < 0.01 < 0.01
Sodium

Sulfur

Thallium < 1.0 0,08 0.03
Tin

Titanium

Vanadium

Zinc 22.3 0.25 0.04
L6 < 1.0 < 0.1 < 0.1
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ADVANCED CHEMISTRY LABS, INC.

STEVE N. TSOUKALAS, Ph.D.
DIRECTOR

P.0.BOX 88610 « ATLANTA, GEORGIA 30356
TELEPHONE (404) 455-1266

Praire Metals

Client: WEST INCHOUSE (HAZTECH) Client Project No.: #1501
5280 Panola Industrial Blvd. i .
Decatur, GA 30035-4013 ACL Project No.: 739
Date Received: 11-15-90
Attention: Mr. John Cox Report Date: 11-20-90
Sample Type : Sludge | Sample Type : Sludge | Sample Type : Water
Station # : PM-25_ | Station # : PM-3S_ | Station # s PVEd
Sample #ACL : 26742 | Sample #ACL : 26743 | Sample #ACL : 26744
TEST REQUIRED Results( ™3/kg ) | Results( ™3/kg ) | Results( mg/liter )
METALS (TOTAL)
Aluminum
Antimony <. 0.50 5.31 0.03
Arsenic <. 0.50 < 0. < 0,005
Barium
Beryllium
Boron
Caumium < 1.0 < 1.0 < 0,01
Chromium 4,510 10,830 3.70
Cobalt
Copper £.01 2.75 <. 0.0?
Iron
Lead 18.7 11.4 < 0.02
Magnesium
Manganese
Mercury < 0.10 < 0.10 < 0.001
Molybdenum
Nickel 9.81 45.7 0.11
Potassium
Selenium 2.43 < 0.50 < 0.005
Silicon
Silver < 1.0 < 1.0 < 0.01
Sodium
Sulfur
Thallium 4.75 1.89 0.0y
Tin
Titanium
Vanadium
Zinc 11.8 12.7 0.03
cr® 1.4 < 1.0 < 0.1
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ADVANCED CHEMISTRY LABS, INC.

STEVE N. TSOUKALAS, Ph.D.

DIRECTOR

P.0.BOX 88610 « ATLANTA, GEORGIA 30356

TELEPHONE (404) 455-1266

Praire Metals

Client: WEST INGHOUSE (HAZTECH) Client Project No.: #1501
5280 Panola Industrial Blvd. : .
Decatur, GA 30035-4013 ACL Project No.: 7433
Date Received: 11-15-90
Attention: Mr. John Cox Report Date: 11-20-90
Sample Type : Sludge Sample Type : Sample Type :
Station#  : PME4S_ I giation# i | Station# o __
Sample #ACL : 26745 _ | Sample #ACL : Sample #ACL : __
TEST REQUIRED Results ( mg/kg ) | Results( ) | Results( )
METALS (TOTAL)
Aluminum
Antimony 4.42
Arsenic < 0.50
Barium
Beryllium
Boron
Cadmium < 1.0
Chromium 2,944
Cobalt
Copper 10.7
lron
Lead 6.71
Magnesium
Manganese
Mercury < 0.10
Molybdenum
Nickel 26.9
Potassium
Selenium < 0.50
Silicon
Silver < 1.0
Sodium
Sulfur
Thallium 14,7
Tin
Titanium
Vanadium
Zinc 10.66
8 2.2
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